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Construction of Fused Materials and and the F
Photocatalytic Oxidation and Reduction Artificial Photosynthesis
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Toward the construction of photofunctional “fused materials” for artificial photo-
synthesis, we have developed metal catalysts, supramolecules, analytical methods.
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Photocatalytic CO, Reduction by a Ni(II) Complex for Selective CO Production
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